


Definition

“Roller-Compacted Concrete (RCC) is a no-slump
concrete that is compacted by vibratory rollers.”

Zero slump (consistency of damp gravel)
No forms

No reinforcing steel
No finishing
Consolidated with vibratory rollers

Concrete pavement placed in a different way













Benefits of RCCP



Project Considerations




Surface Appearance



Log Sort Yards




Intermodal Facilities




Port Terminals




Parking Areas







Waste Handling Facilities



Streets & Interchanges







Mixture Design



Mixture Design



Typical Design



Physical Properties



Proportioning Methods



Aggregate Selection



Sample RCC Mix Designs







Construction Requirements






Continuous Pug Mill







Dry Concrete Batch Plant




Dry Concrete Batch Plant




Transporting







Placing Equipment




Placing Equipment




Compaction




Compaction Very Important



Construction Joints



Fresh Joint



Cold Joint






Typical Cold Joints



Natural Cracks




Saw-Cut Joints




Curing




Surface Texture




More Information






